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Intertek Testing Services
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CLIENT: BROBM MINING CORPORATION 

REPORT: V98-25289.0 { COMPLETE ]

SAMPLE ELEMENT AuGrav
NUMBER UNITS on

Q2 R98-1079 0-5 0.040
Q2 R98-1Q79 5-10 0.029
Q2 R98-1079 10-15 0.016
02 R98-1079 15-20 0.022
Q2 R98-1079 20-25 <0.005

02 R98-1079 25-30 <0.005
02 R98-1079 30-35 0.009
Q2 R98-1079 35-40 0.011
02 R98-1079 40-45 <0.005
02 R98-1079 45-50 0.012

02 R98-1079 50-55 0.016
Q2 R98-1079 55-60 0.021
Q2 R98-1079 60-65 0.007
02 R98-1079 65-70 0.015
02 R98-1079 70-75 0.006

02 R98-1079 75-80 0.040
Q2 R98-1079 80-85 0.036
Q2 R98-1079 85-90 0.022
02 R98-1079 90-95 0.317
02 R98-1079 95-100 0.038

02 R98-1079 100-105 0.086
Q2 R98-1079 105-110 0.017
02 R98-1079 110-115 0.011
Q2 R98-1079 115-120 0.023
Q2 R98-1079 120-125 <0.005

Q2 R98-1079 125-130 0.047
02 R98-1079 130-135 0.060
02 R98-1079 135-140 0.025
Q2 R98-1079 140-145 0.205
Q2 R98-1079 145-150 0.207

Q2 R98—1079 150-155 0.322
Q2 R98-1079 155-160 0.572
Q2 R98-1079 160-165 0.143
Q2 R98-1079 165-170 0.101
Q2 R98-1079 170-175 0.079

Q2 R98-1079 175-180 0.046
02 R98-1079 180-185 0.046
02 R98-1079 185-190 0.028
02 R98-1079 190-195 0.016
Q2 R98-1079 195-200 0.012

PROJECT: NONE GIVEN1
DATE RECEIVED: 23-NOV-98 DATE PRINTED: 25-NOV-98

SAMPLE ELEMENT AuGrav

NUMBER UNITS OPT

Q2 R98-1079 200-205 <0.005
02 R98-1079 205-210 0.014
Q2 R98-1079 210-215 0.009
g2 R98-1079 215-220 <0.005
Q2 R98-1079 220-225 0.006

Q2 R98-1079 225-230 <0.005
Q2 R98-1079 230-235 0.015
Q2 R98-1079 235-240 <0.005
02 R98-1079 240-245 <0.005
Q2 R98-1079 245-250 <0.005

g2 R98-1079 250-255 0.024
Q2 R98-1079 255-260 0.104
g2 R98-1079 260-265 0.118
g2 R98-1079 265-270 0.160
02 R98-1079 270-275 0.110

g2 R98-1Q79 275-280 0.290
Q2 R98-1079 280-285 0.083
02 R98-1079 285-290 0.036
02 R98-1079 290-295 0.045
Q2 R98-1079 295-300 0.029

02 R98-1079 300-305 0.028
Q2 R98-1079 305-310 0.019
02 R98-1079 310-315 0.042
Q2 R98-1079 315-320 0.035
Q2 R98-1079 320-325 0.010

Q2 R98-1079 325-330 0.015
Q2 R98-1079 330-335 0.030
02 R98-1079 335-340 0.020
Q2 R98-1079 340-345 0.030
Q2 R98-1079 345-350 0.028

1 OF 1
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CLIENT: BIi.OHM MINING COlPOlATION 
REPORT: V98•25289.0 { COMPLETE J 

SAMPLE !:Ll.MENT AuGrav 
NOQER ONITS OPT 

Q2 198-1079 0-S 0.040 
02 R98-1019 5-10 0,029 
Q2 198-1079 10-15 0.016 
Q2 !98-1079 15-20 0.022 
02 R98•1079 20-25 <0.005 

Q2 R98•1079 25-30 <0.005 
Q2 R98-l079 30-35 0,009 
Q2 198-1079 35-40 0.011 
Q2 R98•1079 40-45 <0.005 
Q2 R98•1079 45-50 0.012 

Q2 R98•1079 50-55 0.016 
Q2 198-1079 55-60 0.021 
Q2 198-1079 60-65 0.007 
02 R98•1079 65-70 0.015 
Q2 198-1079 70-75 0.006 

Q2 R98·1079 75-80 0,040 
Q2 198-1079 80-85 0.036 
Q2 198-1079 85-90 0.022 
02 R98•1079 90-95 0.317 
Q2 198-1079 95-100 0.038 

Q2 R98-1079 100-105 0.086 
Q2 198-1079 105-110 0.017 
02 R98•1079 110-115 0.011 
Q2 R98•1079 115-120 0.023 
Q2 198-1079 120-125 <0.005 

02 R98•1079 125-130 0.047 
Q2 198-1079 130-135 0.060 
Q2 R98•1079 135-140 0,025 
Q2 198-1079 140-145 0.205 
Q2 198-1079 145-150 0.207 

Q2 198-1079 150-155 0.322 
Q2 198-1079 155-160 0.572 
Q2 R98•1079 160•165 0.143 
Q2 198-1079 165-170 0.101 
Q2 198-1079 170-175 0.079 

Q2 198-1079 175-180 0.046 
Q2 R98•1079 180-185 0,046 
Q2 R98-1079 185-190 0.028 
Q2 198-1079 190-195 0.016 
Q2 R98-1079 195-200 0.012 

PROJECT: NON! GIVENl 
DATE RECEIVED: 23•NOV•98 DATE PlINrED: 25-NOV-98 

SAMPLE ELEMENT AuGrav 
NOMBER ONITS OPT 

Q2 198-1079 200-205 <0.005 
Q2 R98·1079 205-210 0,014 
Q2 198-1079 210-215 0.009 
Q2 R98-1079 215-220 <0,005 
Q2 R98-l079 220-225 0,006 

Q2 R98-l079 225-230 <0,005 
Q2 198-1079 230-235 0.015 
Q2 198-1079 235-240 <0.005 
02 !98-1079 240-245 <0.005 
Q2 R98•1079 245-250 <0.005 

02 R98•1079 250-255 0,024 
Q2 198-1079 255-260 0.104 
Q2 198-1079 260-265 0.118 
Q2 R98•1079 265-270 0,160 
Q2 198-1079 270-275 0.110 

Q2 R98-1079 275-280 0,290 
Q2 198-1079 280-285 0.083 
Q2 198-1079 285-290 0.036 
02 R98•1079 290-295 0,045 
Q2 198-1079 295-300 0.029 

Q2 R98-l079 300-305 0,028 
Q2 198-1079 305-310 0.019 
Q2 R98•1079 310-315 0,042 
Q2 R98-1079 315-320 0,035 
Q2 198-1079 320-325 0.010 

Q2 R98-1079 325-330 0,015 
Q2 198-1079 330-335 0.030 
Q2 R98-1079 335-340 0.020 
q2 198-1079 340-345 0.030 
Q2 198-1079 345-350 0.028 

PAGE l or 1 



Intertek Testing Services
Bondar Clegg

Geochemical
Lab
Report

BROHM MINING CORPORATION 

2202 ARROYO DR 

RAPID CITY SD 57702 

USA

Bondar-Clegg & Company Ltd.

130 Pemberton Avenue, North Vancouver, B.C., V7P 2R5, Canada

Tel: (604) 985-0681, Fax: (604) 985-1071

+ 

Intertek Testing Services 
Bondar Clegg 

BROHM MINING CORPORATION 
2202 ARROYO DR 
RAPID CITY SD 57702 
USA 

+ + + 

Bondar-Clegg & Company Ltd. 

130 Pembenon Avenue, Nonh Vancouver, B.C ., V7P 2R5, Canada 

Tel: (604) 985-0681 , Fax : (604) 985-1071 

+ 

Geochemical 
Lab 
Report 



CE3SI Intertek Testing Services
Bondar Clegg

Geochemical
Lab
Report

REPORT: V98-25289.0 ( COMPLETE ) REFERENCE:

CLIENT: BROHM MINING CORPORATION SUBMITTED BY: D. ALEXANDER
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NUMBER OF LOWER

ANALYSES DETECTION LIMIT EXTRACTION METHOD
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SAMPLE ELEMENT AuGrav SAMPLE ELEMENT AuGrav

NUMBER UNITS OPT NUMBER UNITS OPT

Q2 R98-1079 0-5 0.040 Q2 R98-1079 200-205 <0.005

Q2 R98-1079 5-10 0.029 Q2 R98-1079 205-210 0.014

Q2 R98-1079 10-15 0.016 Q2 R98-1079 210-215 0.009

Q2 R98-1079 15-20 0.022 Q2 R98-1079 215-220 <0.005

Q2 R98-1079 20-25 <0.005 Q2 R98-1079 220-225 0.006

Q2 R98-1079 25-30 <0.005 Q2 R98-1079 225-230 <0.005

Q2 R98-1079 30-35 0.009 Q2 R98-1079 230-235 0.015

Q2 R98-1079 35-40 0.011 Q2 R98-1079 235-240 <0.005

Q2 R98-1079 40-45 <0.005 Q2 R98-1079 240-245 <0.005

Q2 R98-1079 45-50 0.012 Q2 R98-1079 245-250 <0.005

Q2 R98-1079 50-55 0.016 Q2 R98-1079 250-255 0.024

Q2 R98-1079 55-60 0.021 Q2 R98-1079 255-260 0.104

02 R98-1079 60-65 0.007 Q2 R98-1079 260-265 0.118

Q2 R98-1079 65-70 0.015 Q2 R98-1079 265-270 0.160

Q2 R98-1079 70-75 0.006 Q2 R98-1079 270-275 0.110

Q2 R98-1079 75-80 0.040 Q2 R98-1079 275-280 0.290

Q2 R98-1079 80-85 0.036 Q2 R98-1079 280-285 0.083

Q2 R98-1079 85-90 0.022 Q2 R98-1079 285-290 0.036

Q2 R98-1079 90-95 0.317 Q2 R98-1079 290-295 0.045

Q2 R98-1079 95-100 0.038 Q2 R98-1079 295-300 0.029

Q2 R98-1079 100-105 0.086 Q2 R98-1079 300-305 0.028

Q2 R98-1079 105-110 0.017 Q2 R98-1079 305-310 0.019

Q2 R98-1079 110-115 0.011 Q2 R98-1079 310-315 0.042

Q2 R98-1079 115-120 0.023 Q2 R98-1079 315-320 0.035

Q2 R98-1079 120-125 <0.005 Q2 R98-1079 320-325 0.010

Q2 R98-1079 125-130 0.047 Q2 R98-1079 325-330 0.015

Q2 R98-1079 130-135 0.060 Q2 R98-1079 330-335 0.030

Q2 R98-1079 135-140 0.025 Q2 R98-1079 335-340 0.020

Q2 R98-1079 140-145 0.205 Q2 R98-1079 340-345 0.030

Q2 R98-1079 145-150 0.207 Q2 R98-1079 345-350 0.028

Q2 R98-1079 150-155 0.322

Q2 R98-1079 155-160 0.572

Q2 R98-1079 160-165 0.143

Q2 R98-1079 165-170 0.101

Q2 R98-1079 170-175 0.079

02 R98-1079 175-180 0.046

Q2 R98-1079 180-185 0.046

Q2 R98-1079 185-190 0.028

Q2 R98-1079 190-195 0.016

Q2 R98-1079 195-200 0.012
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SAMPLE 
NUMBER 

ELEMENT AuGrav 
UNITS OPT 

Q2 R98-1079 0-5 
Q2 R98-1079 5-10 
Q2 R98-1079 10-15 
Q2 R98-1079 15-20 
Q2 R98-1079 20-25 

Q2 R98-1079 25-30 
Q2 R98-1079 30-35 
Q2 R98-1079 35-40 
Q2 R98-1079 40-45 
Q2 R98-1079 45-50 

Q2 R98-1079 50-55 
Q2 R98-1079 55-60 
Q2 R98-1079 60-65 
Q2 R98-1079 65-70 
Q2 R98-1079 70-75 

Q2 R98-1079 75-80 
Q2 R98-1079 80-85 
Q2 R98-1079 85-90 
Q2 R98-1079 90-95 
Q2 R98-1079 95-100 

Q2 R98-1079 100-105 
Q2 R98-1079 105-110 
Q2 R98-1079 110-115 
Q2 R98-1079 115-120 
Q2 R98-1079 120-125 

Q2 R98-1079 130-135 
Q2 R98-1079 135-140 
Q2 R98-1079 140-145 
Q2 R98-1079 145-150 

Q2 R98-1079 150-155 
Q2 R98-1079 155-160 
Q2 R98-1079 160-165 
Q2 R98-1079 165-170 
Q2 R98-1079 170-175 

Q2 R98-1079 180-185 
Q2 R98-1079 185-190 
Q2 R98-1079 190-195 

0.040 
0.029 
0.016 
0.022 

<0.005 

<0.005 
0.009 
0.011 

<0.005 
0.012 

0.016 
0.021 
0.007 
0.015 
0.006 

0.040 
0.036 
0.022 
0.317 
0.038 

0.086 
0.017 
0.011 
0.023 

<0.005 

0.060 
0.025 
0.205 
0.207 

0.322 
0.572 
0.143 
0.101 
0.079 

0.046 
0.028 
0.016 
0.012 
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SAMPLE 
NUMBER 

ELEMENT AuGrav 
UNITS 

Q2 R98-1079 200-205 
Q2 R98-1079 205-210 
Q2 R98-1079 210-215 
Q2 R98-1079 215-220 
Q2 R98-1079 220-225 

Q2 R98-1079 225-230 
Q2 R98-1079 230-235 
Q2 R98-1079 235-240 
Q2 R98-1079 240-245 
Q2 R98-1079 245-250 

Q2 R98-1079 250-255 
Q2 R98-1079 255-260 
Q2 R98-1079 260-265 
Q2 R98-1079 265-270 
Q2 R98-1079 270-275 

Q2 R98-1079 275-280 
Q2 R98-1079 280-285 
Q2 R98-1079 285-290 
Q2 R98-1079 290-295 
Q2 R98-1079 295-300 

Q2 R98-1079 310-315 
Q2 R98-1079 315-320 
Q2 R98-1079 320-325 

Q2 R98-1079 325-330 
Q2 R98-1079 330-335 
Q2 R98-1079 335-340 
02 R98-1079 340-345 
Q2 R98-1079 345-350 
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<0.005 
0.014 
0.009 

<0.005 
0.006 

<0.005 
0.015 

<0.005 
<0.005 
<0.005 

0.024 
0 .104 
0.118 
0.160 
0. 110 

0.290 
0.083 
0.036 
0.045 
0.029 

0.042 
0.035 
0.010 

0.015 
0.030 
0.020 
0.030 
0.028 
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STANDARD ELEMENT AuGrav

NAME UNITS OPT

BCC Au Std.6 0.044

Number of Analyses 1

Mean Value 0.0441

Standard Deviation 

Accepted Value 0.043

BCC Au Std.7 0.071

Number of Analyses 1

Mean Value 0.0712'

Standard Deviation 

Accepted Value 0.073

BCC Au Std.10 0.012

Number of Analyses 1

Mean Value 0.0125

Standard Deviation 

Accepted Value 0.012

BCC Au Std.12 0.409

Number of Analyses 1

Mean Value 0.4093

Standard Deviation 

Accepted Value 0.402

STANDARD ELEMENT AuGrav

NAME UNITS OPT
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BCC Au Std.6 
Number of Analyses 
Mean Value 
Standard Deviation 
Accepted Value 

Number of Analyses 
Mean Value 
Standard Deviation 
Accepted Value 

BCC Au Std.10 
Number of Analyses 
Mean Value 
Standard Deviation 
Accepted Value 

Number of Analyses 
Mean Value 
Standard Deviation 

0.044 
1 

0.0441 

0.043 

0.0712 

0.073 

0.012 

0.0125 

0.012 

0.409 

0.4093 

0.402 

UNITS 
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SAMPLE ELEMENT AuGrav SAMPLE ELEMENT AuGrav

NUMBER UNITS OPT NUMBER UNITS OPT

R98-1079 25-30 <0.005

Duplicate <0.005

R98-1079 85-90 0.022

Duplicate 0.026

R98-1079 130-135 0.060

Prep Duplicate 0.055

R98-1079 140-145 0.205

Duplicate 0.199

R98-1079 195-200 0.012

Duplicate 0.022

R98-1079 250-255 0.024

Duplicate 0.038

R98-1079 275-280 0.290

Prep Duplicate 0.325

R98-1079 310-315 0.042

Duplicate 0.037
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Duplicate 

R98-1079 85-90 
Duplicate 

R98-1079 130-135 
Prep Duplicate 

R98-1079 140-145 
Duplicate 

R98-1079 195-200 
Duplicate 

R98-1079 250-255 
Duplicate 

R98-1079 275-280 
Prep Duplicate 

R98-1079 310-315 
Duplicate 
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OPT 

<0.005 
<0.005 

0.022 
0.026 

0.060 
0.055 

0.205 
0.199 

0.022 

0.024 
0.038 

0.290 
0.325 

0.042 
0.037 
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